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TEST: Tnal coating C3 of ladle

BACKGROUND:

Welded 309 stamless steel ladle used in 380 aluminum die cast
production pouring 281b to 331b shot at 30 cycles per hour at
1230 F pour temperature.

Surface treatment of paintable ceramic coating yield 1200 cycle
life.

OBJECTIVE:

Determine effectiveness of C3 coating on ladle.

RESULTS:

Sample ladle prepared and treated with C3 coating has yielded to

date 52,125 cycles. Test ladle has not had any additional
maintenance performed.
















